Viscosity Grade Comparisons

For General Guide Only, Viscosities Are Based on a 95 VI Oil
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6 — Rule of thumb: The comparable ISO
5 — —“— grade of a given product whose viscosity
4 — in SUS at 100°F is known can be determined — 40
3 | n by using the following conversion formula:
SUS @ 100°F+5 = ¢St @ 40°C. — 35
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